





MEASUREMENT OBJECTIVE

In this study, we showcase a Nanovea Tribometer as the ideal tool for comparing the wear resistance of
different ball bearings under high loads.

Figure 1: Setup of the bearing test.



TESTING PROCEDURE

The coefficient of friction, COF, and the wear resistance of the ball bearings made of different materials
were evaluated by a Nanovea Tribometer. P100 grit sandpaper was used as the counter material. The wear
scars of the ball bearings were examined using a Nanovea 3D Non-Contact Profiler after the wear tests
concluded. The test parameters are summarized in Table 1. The wear rate, K, was evaluated using the
formula K=V/(Fxs), where V is the worn volume, F is the normal load and s is the sliding distance. Ball wear
scars were evaluated by a Nanovea 3D Non-Contact Profiler to ensure precise wear volume measurement.

The automated motorized radial positioning feature allows the tribometer to decrease the radius

of the wear track for the duration of a test. This test mode is called a spiral test and it ensures that

the ball bearing always slides on a new surface of the sandpaper (Figure 2). It significantly improves
the repeatability of the wear resistance test on the ball. The advanced 20bit encoder for internal speed
control and 16bit encoder for external position control provide precise real-time speed and position
information, allowing for a continuous adjustment of rotational speed to achieve constant linear sliding
speed at the contact.

Please note that P100 Grit sandpaper was used to simplify the wear behavior between various ball
materials in this study and can be substituted with any other material surface. Any solid material can be
substituted to simulate the performance of a wide range of material couplings under actual application
conditions, such as in liquid or lubricant.

Figure 2: lIllustration of the spiral passes for the ball bearing on the sandpaper.

Ball material Cr steel, SS440, Al,0s;and WC
Ball diameter 10 mm

Counter material P100 Grit sandpaper

Normal force 50N

Rotational speed 100 mm/s

Duration of test 2 min

Wear track radius 10 to 25 mm, change continuously
Lubricant None

Atmosphere Air

Temperature 24°C (room)

Humidity 40%

Table 1: Test parameters of the wear measurements.



RESULTS & DISCUSSION

Wear rate is a vital factor for determining the service lifetime of the ball bearing, while a low COF is
desirable to improve the bearing performance and efficiency. Figure 3 compares the evolution of COF for
different ball bearings against the sandpaper during the tests. The Cr Steel ball shows an increased COF of
~0.4 during the wear test, compared to ~0.32 and ~0.28 for SS440 and Al203 ball bearings. On the other
hand, the WC ball exhibits a constant COF of ~0.2 throughout the wear test. Observable COF variation can
be seen throughout each test which is attributed to vibrations caused by the sliding movement of the ball
bearings against the rough sandpaper surface.

0.7 | I L I L I L I L I L I L] I L] I L] I

- —— Cr Steel
0.6 | —SS440 -
I — A203 .
05| —WC

0.4

|l.||ui""" WHHI i 1\4\4*“" 'Wﬂ Hﬂh '“m

0.3 . ' et _,,nl 1“1!# 111|lll -
] i

Wlm‘f ! WMMMW =

Coefficient of Friction

00 1 | 1 | 1 | 1 | 1 | 1 | 1 | 1 | 1 | 1

0 2 4 6 8 10 12 14 16 18 20
Distance (m)

Figure 3: Evolution of COF during the wear tests.



Figure 4 and Figure 5 compare the wear scars of the ball bearings after they were measured by an optical
microscope and Nanovea Non-Contact optical profiler, respectively, and Table 2 summarizes the results of
the wear track analysis. The Nanovea 3D profiler precisely determines the wear volume of the ball bear-
ings, making it possible to calculate and compare the wear rates of different ball bearings. It can be
observed that the Cr Steel and SS440 balls exhibit much larger flattened wear scars compared to the
ceramic balls, i.e. AOs and WC after the wear tests. The Cr Steel and SS440 balls have comparable wear
rates of 3.7x10-3 and 3.2x10-3 m3/N m, respectively. In comparison, the AI203 ball shows an enhanced
wear resistance with a wear rate of 7.2x10-4 m3/N m. The WC ball barely exhibits minor scratches on the
shallow wear track area, resulting in a significantly reduced wear rate of 3.3x10-6 mm3/N m.

(a) Cr Steel m {b) S$S440

(c) ALOs

Figure 4: Wear scars of the ball bearings after the tests.



Figure 5: 3D morphology of the wear scars on the ball bearings.

Wear Volume Wear rate

mm3 mm?3/N m
Cr steel 3.390 3.7x10°3
SS440 2.950 3.2x10°3
Al,O; 0.657 7.2x10*
WC 0.003 3.3x10°

Table 2: Wear scar analysis of the ball bearings.



Figure 6 shows microscope images of the wear tracks produced on the sand paper by the four ball
bearings. It is evident that the WC ball produced the most severe wear track (removing almost all sand
particle in its path) and possesses the best wear resistance. In comparison, the Cr Steel and SS440 balls
left a large amount of metal debris on the wear track of the sand paper.

These observations further demonstrate the importance of the benefit of a spiral test. It ensures that the

ball bearing always slides on a new surface of the sandpaper, which significantly improves the repeatability
of a wear resistance test.
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Figure 6: Wear tracks on the sand paper against different ball bearings.



CONCLUSION

The wear resistance of the ball bearings under a high pressure plays a vital role in their service
performance. The ceramic ball bearings possess significantly enhanced wear resistance under high stress
conditions and reduce the time and cost due to bearing repairing or replacement. In this study, the WC
ball bearing exhibits a substantially higher wear resistance compared to the steel bearings, making it

an ideal candidate for bearing applications where severe wear takes place.

A Nanovea Tribometer is designed with high torque capabilities for loads up to 2000 N and precise and
controlled motor for rotational speeds from 0.01 to 15,000 rpm. It offers repeatable wear and friction
testing using ISO and ASTM compliant rotative and linear modes, with optional high temperature wear
and lubrication modules available in one pre-integrated system. This unmatched range allows users to
simulate different severe work environments of the ball bearings including high stress, wear and high
temperature, etc. It also acts as an ideal tool to quantitatively assess the tribological behaviors of
superior wear resistant materials under high loads.

A Nanovea 3D Non-Contact Profiler provides precise wear volume measurements and acts as a tool to
analyze the detailed morphology of the wear tracks, providing additional insights in the fundamental
understanding of wear mechanismes.



